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HRC Standard & High Performance T- Headed Bars
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U.S. STANDARD: Mode according to ASTM A970-07 Class A & B (and all earlier

TYPE 110
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¥ = [ORDERING LENGTH. Series 100 & 200 is available in lengths from 87 to 80’

All data subject to change without prior notice.

Different types of heads can be made assembled at each end of reinforcing bars
as per customer’s reguirements,
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A706-80 and other grades may be availlable upon request.
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